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(57) ABSTRACT

A method of manufacturing a nano antenna is provided. The
method includes forming a material layer on a substrate,
defining a portion of the material layer, forming an adhesion
layer on the defined portion of the material layer, forming a
nano antenna material layer on the adhesion layer, and
removing the adhesion layer to thereby manufacture the
nano antenna.
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